
Laucks©
Testing Laboratories, Inc.
940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry Microbidogy and Technical Services

CLIENT: Alaskan Copper Works
628 S. Hanford
Seattle, WA 98134

C e r t i f i c a t e
: 90-10-316

A n a l y s i so f
Work Order#
DATE RECEIVED : 10/17/90
DATE OF REPORT: 11/20/90
CLIENT JOB ID ; M17166ATTN : Dale Olsen

Work ID : TCLP Zero Headspace
: ClientTaken By

Transported by: Hand Delivered
Type : Sludge

SAMPLE IDENTIFICATION:

Sample
Description

Sample
Description

01 Acid Yard Sludge(A)
02 Plasma Table Barn Sludge
03 Method Blank

04 Method Blank
Method Blank05

The flag "U“ indicates the analyte of interest was not detected, to the
limit of detection shown.

VOLATILE METHOD BLANK CROSS-REFERENCING:

Blank 9010316-03 is the TCLP Extraction Blank.
Blank 9010316-04 is the method blank analyzed with sample -01.
Blank 9010316-05 is the method blank analyzed with sample -02.
Unless otherwise instructed all samples will be discarded on 12/15/90

Respectfully submitted,
Laucks Testing Laboratories, Inc.

J. M. Owens

This report is submitted for the exclusive use of the person, partnership, or corporation to whom it is addressed. Siftsequent use of the name of this company or any
member of its staff in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.
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